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REPORT OF: Sieve Analysis of Fine Aggregates

TEST METHOD: TEX-401A

LAB ID NUMBER: (G-2785

MATERIAL DESCRIPTION: Utility Sand

MATERIAL SOURCE: Stockpile

SAMPLED BY: K. Woodard, NICET Il #107418

DATE RECEIVED: 6-28-10

TEST PERFORMED BY: D. Potteiger, AC! #01147441

RESULTS:

Sieve Size Percent Retained COA ltem 510

1/4" 0 0
#560 83.9 75-100
#100 96.3 95-100
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Mark Hoicomb, C.E.T.

The results shawn on this report are for the exclusive use of the client for whom they weare obtained and apply only lo the samples tested and/or inspected. They are not
intended {o be indicative of the qualities of apparenily identical producfs. The use of our name must receive our prior written approval. Reporis must be reproduced in
{heir entirety.




